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Fungus Efflorescence Premature ageing

Concrete ageing Structural damage Cracks
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Water dilutable (1:10 & 1:20), nano technology

Makes clear, water like solution

100 % water repellency on rough & smooth surfaces

Easy to apply
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Stone Pores 5-200 nm

Plaster Pores 50-3000 nm

Brick Pores 100-2000 nm

Concrete Pores 10--200 nm
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H,O Vapor Water repellant zone
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Treated concrete
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H,O Vapor

Coating

Coated concrete
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Steel rebar

H,O Vapor
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Brick Over 98 %
Concrete Over 99 %
Plaster Over 99 %
Cement Sheet Over 99 %

Sand stone Over 99 %
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